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TRUNG TAM KY THUAT TIEU CHUAN DO LUGNG CHAT LUGNG 3
QUATEST3® QUALITY ASSURANCE & TESTING CENTER 3

Hea§ Office: 49 Pasteur, Dist. 1, HCMQ, Vietnam  Tel: (84-28) 38294274  Fax: (84-28) 3829 3012 E-mail: info@quatest3.com.vn ~ Website: www.quatest3.com.vn
Testing Complex:@ No.7, road No.1, Bien Hoa 1 1Z, Dong Nai, Vietnam @ C5 lot, K1 road, Cat Lai 1Z, Dist.2, HCMC, Vietnam @ 64 Le Hong Phong, Dist.5, HCMC, Vietnam

knozearpsr, PHIEU KET QUA THU NGHIEM | 0072023
TEST REPORT Trang 01/02

Phiéu két qua thir nghiém nay KT3-03126AHD3/R thay thé phiéu két qua thir nghi¢m
s6 KT3-03126AHD3 ngay 26/06/2023

1. Tén mau :  ONG PVC-U NHUA BINH MINH VIET DN 60 x 1,8 mm PN6

2. Mb ta miu : Mau thir nghiém do khéch hang 1Ay mAu, tén mau va thong tin vé mau do
khéch hang cung cép.
04 6ng nhya mau xam

3. S6 lugng mau ; 01

4. Ngay nhan miu : 15/06/2023

5. Thoi gian thir nghiém @ 16/06/2023 — 26/06/2023

6. Noi giri mau : CONG TY CO PHAN NHU'A BINH MINH VIET
S0 176/14B Nguyén Thi Thép, Phuong Binh Thuin, Quén 7, Thanh
pho Ho Chi Minh, Viét Nam

7.Két qua thir nghiém  : Xem trang tiép theo

P. TRUONG PTN HANG TIEU DUNG

OHAT LUNG 3/
6‘9
50 \'\s

Nguyén Thi Thiy Nhi han Thanh Trung

1. Céc két qua thir nghiém ghi trong phiéu nay chi ¢6 gi4 tri ddi véi mau do khach hang giri dén va khong phai 1a gidy chimg nhan san pham.
Test results are valid for the namely submitted sample(s) only, and this is not a certificate of product.
2. Tén mAu, tén khach hang duge ghi theo yéu ciu cia noi giri mau. / Name of sample(s) and customer are written as customer s request.
3. B khong dam bao do mé rong dugc tinh tir 4o khong dam bao do chuan nhan véi hé so phu k = 2, phan bo chuan tuong tmg voi 95 % d tin cdy.
The reported expanded uncertainty of measurement is stated as the standard uncertainty of measurement multiplied by the coverage factor k = 2, at 95 % confidence level.
4. Khong duge trich sao mt phan phiéu két qua thir nghiém nay néu khong c6 sy dong y bang vin ban cua Trung tam K§ thuét 3.
This Test Report shall not be reproduced, except in full, without the written permission by Quatest 3. ==
5. Moi thac mac vé két qua khach hang lién hé theo dia chi dh.cs@quatest3.com.vn va rq.tn@quatest3.com.vn dé biét thém thong tin.
Please contact Quatest 3 at the email addresses dh.cs@gquatest3.com.vn and rq.tn@quatest3.com.vn for further information about test report .
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9 Hong Phong, Dist.5, HCMC, Vietnam
A 06/07/2023
& Trang 02/02

Tén chi tiéu Don vi tinh Phuong phép thir Két qua thir nghiém

7.1 Duong kinh ngoai (trung binh) mm TCVN 6145 : 2007 60,4
7.2 Bé day (trung binh) ctia thanh mm TCVN 6145 : 2007 2,10

ong
7.3 Do khong tron mm TCVN 6145 : 2007 0,2
7.4 D) bén va dép tai nhiét do 0 °C TIR TCVN 6144 :2003 | Nhé hon 10 %
7.5 D) bén ddi véi ap sudt bén trong = TCVN 6149-1: 2007 | Khong ro ri

& 20°C (ap lyc nude 2,0 MPa ™

trong 1 gi&y
7.6 Do thay dbi kich thuée theo % TCVN 6148 : 2007 3.8

chiéu doc (150°C; 15 min) (Liquid bath)

Ghi chi
quy dinh TCVN 8491-2 : 2011 1a 2,60 MPa)

Vé vigc: Sira tén cdc tiéu dé mau ong da kiém nghiém

(*) — Ap sudt thir 2,0 MPa do khach hang quy dinh (4p suat thi tinh toan theo

Thay dbi thong tin sau theo yéu ciu ciia Khach hang qua cong vin ngay 03/07/2023

Noi dung Ban dau : Thay do6i )
Tén mau ONG PVC 0 60 x 1,8 mm ONG PVC-U NHUA BINH MINH VIET

DN 60 x 1,8 mm PN6

/V

1. Céc két qua thir nghi¢m ghi trong phiéu nay chi c6 gid trj dbi voi mau do khach hang guri dén va khong phai 1a gidly chimg nhan san pham.
Test results are valid for the namely submitted sample(s) only, and this is not a certificate of product.

2. Tén méu, tén khéch hang dugc ghi theo yéu cau cua noi giri mau. / Name of sample(s) and customer are written as customer s request.
3. D§ khéng dam bao do mé rong dugc tinh tir do khong dam bao do chuin nhén véi hé s6 phi k =2, phén bo chuan twong tmg vai 95 %
The reported expanded uncertainty of measurement is stated as the dard uncertainty of ur
4. Khéng duge trich sao mot phan phiéu két qua thir nghiém nay néu khong cé sy dong y bing van ban cua Trung tam Ky thuat 3.
This Test Report shall not be reproduced, except in full, without the written permission by Quatest 3.

5. Moi thic méc vé két qua khach hang lién hé theo dija chi dh.cs@quatest3.com.vn va rq.tn@quatest3.com.vn dé biét thém thong tin.
Please contact Quatest 3 at the email addresses

d6 tin cay.
...... multiplied by the coverage factor k = 2, at 95 % confidence level.

dh.cs@quatest3.com.vn and rq.tn@quatest3.com.vn Jor further information about test report .

Lan stra doi: 1 BH15 (04/2020)

MO03 - TTTN09




